
 

 

 

 

Rokryl GA15 
 

CHEMICAL NAME Ammonium and sodium salts of acrylic and maleic acid copolymer 

  

INCI NAME - 

  

CAS NUMBER - 

  

FUNCTION - 

 

TECHNICAL 

REQUIREMENTS 

Appearance .......................................... .. colourless viscous liquid 

 Dry matter, % (m/m) ........................................................... 39 ÷ 41 

 pH of 10% solution ........................................................... 6.5 ÷ 7.5 

 

GENERAL DATA Solidification point, °C ..................................................... approx. 0 

 Solubility in water ............................................................ unlimited 

 Dynamic viscosity at 20 °C, mPa×s .........................approx. 1400 

Density at 20°C, g/ml ....................................................... 1.2 ÷ 1.3 

 

APPLICATION Rokryl GA15 is used in tanning industry for leather filling. 

 


