
 

  

 

 

Rokryl GA14 
 

CHEMICAL NAME The sodium salt of an acrylic copolymer containing complexing 

agents of iron ions 

 

TECHNICAL 

REQUIREMENTS 

Appearance. ...................................................... colourless to pale 

 yellow viscous liquid 

 Dry matter, % (m/m) ........................................................... 38 ÷ 42 

 pH of the product ............................................................. 4.5 ÷ 5.5 

 Density at 20°C, g/ml ................................................... 1.15 ÷ 1.18 

 

GENERAL DATA Solidification point, °C ..................................................... approx. 0 

 Solubility in water ............................................................ unlimited 

 Viscosity at 20°C, mPa·s ........................................... approx. 6500 

 

APPLICATION Rokryl GA14 is used in the tanning industry for retanning and fill 
chrome leather and vegetable products. 

 

 

 

 

 

 

 

 

  


